
         
CLASSING OTHER BARKY MIC LEN L.UI STR TRASH LGRD NO. LEN

OFFICE MID+ SLM LM- TOT MID+ SLM LM- TOT Grades Grades unit 32/in (%) g/t (%) INDEX BALES inch
                   
Florence,SC   73.3   25.0    0.7    99.0    0.4   0.4   0.1   0.9       0.1       1.6 4.66 36.1 82.01 30.89      0.40     3.2 1,264,002  1.124
Macon,GA   49.2   41.1    5.8    96.1    0.8   2.1   0.8   3.7       0.2       1.4 4.45 36.3 81.43 30.89      0.41     3.4 2,653,705  1.131
Rayville,LA   40.1   38.1    1.6    79.9    8.8   10.0   0.8   19.6       0.5       0.9 4.68 36.3 81.81 30.99      0.41     3.3 246,739  1.133
Memphis,TN   85.3   14.4    0.1    99.8    0.1   0.1   0.0   0.2       0.0       0.0 4.53 37.0 82.31 30.47      0.33     2.9 3,008,129  1.156
Dumas,AR   64.7   33.8    0.2    98.7    0.6   0.6   0.0   1.3       0.0       0.0 4.86 36.8 82.60 31.33      0.41     3.3 992,544  1.147
C.Christi,TX   59.0   3.7    0.8    63.6    31.5   1.6   0.4   33.5       2.9       0.1 4.34 35.4 81.07 30.37      0.27     2.5 992,446  1.103
Abilene,TX   60.0   14.4    1.7    76.0    14.0   6.1   0.7   20.7       3.3       13.3 4.20 36.3 80.55 31.59      0.39     3.1 417,950  1.132
Lubbock,TX   79.9   4.2    0.2    84.3    11.9   1.5   0.1   13.5       2.1       14.8 4.50 35.8 80.41 31.05      0.28     2.6 1,239,818  1.117
Lamesa,TX   76.5   5.3    0.1    81.9    14.9   0.9   0.0   15.8       2.3       6.3 4.53 35.5 80.28 30.65      0.25     2.4 276,433  1.107
Visalia,CA   96.8   1.1    0.0    98.0    1.4   0.2   0.0   1.7       0.3       1.4 4.36 37.4 81.61 32.42      0.20     2.0 230,173  1.169
                   
AVERAGE   68.9   21.5    1.7    92.1    5.5   1.4   0.3   7.1       0.8       2.8 4.52 36.4 81.64 30.84      0.35     3.0 11,321,939  1.135

Classing Week Ending: 03/21/2024

  
        
U.S. Average    

 95.0 % 92.1 %  
04.4 % 07.1 %  

 4.34  4.52   
Average Length (32's)  36.9 (32/in) 36.4
 1.152 (in) 1.135 (in)  

 81.44  81.64   
 30.67 (g/tex) 30.84

Summary by Fiber Competition, Cotton Incorporated
Data furnished by USDA- Cotton Market News

QUALITY SUMMARY OF 2023 U.S. UPLAND COTTON - BY CLASSING OFFICE
 

__________________PERCENT OF BALES_____________________
 _____WHITE GRADES_____ LIGHT SPOT GRADES

Average Micronaire

(Inches)
Average Length UI
Average Strength
Number of Bales Classed

(32/in)

(g/tex)
13,558,453 11,321,939

FIBER COMPETITION

03/23/2023 03/21/2024

Comparision to 2022 crop at this time

Total White Grade
Total Light Spotted Grade
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